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 Cement Concrete Strength Developments

* Results will vary depending upon aggregate quality

8 Bag Mix ( 752# Cement )

Sand.......................1449#
Stone......................1703#

7 Bag Mix ( 658# Cement )

Sand.......................1510#
Stone......................1760#

6 Bag Mix ( 564# Cement )

Sand.......................1571#
Stone......................1817#
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